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(57) ABSTRACT

Methods of making an article having at least one toughened
region and at least one untoughened region involving provid-
ing a material, applying a toughening agent to a portion of the
material, shaping the material to produce a preform, applying
an untoughened resin to the preform, and curing the preform
having the applied untoughened resin to produce the at least
one toughened region and the at least one untoughened region
wherein the toughened region comprises a toughened resin

having a fracture toughness of at least about 1.0 MPa-m'".



